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Inweld Nickel 60
AWS A5.14 ERNiCu-7

Chemical Composition of Inweld Nickel 60

Single values are maximum unless otherwise specified.

Description and Applications
Inweld NA 60 is used for welding nickel-copper alloys (ASTM B127, B163, B164 and B165, UNS number 
N04400) with the gas tungsten arc (GTAW), gas metal arc (GMAW), submerged arc (SAW), and plasma arc 
welding processes. The filler metal contains sufficient titanium to control porosity with these processes.  Inweld 
NA 60 is also used for welding Monel ® 400 to itself, for overlaying nickel-copper on steel and welding dissim-
ilar nickel-copper alloys to steel.

Typical Weld Metal Properties
   AWS Spec
Tensile Strength: 70,000 psi
Yield Strength: 50,000 psi
Elongation:  30%
Recommended Parameters
GMAW (DCEP – Electrode+) Spray

Wire Diameter Voltage Amperage
0.035”   26-32  175-240
0.045”   26-32  225-300
1/16”   27-33  250-330

GTAW (DCEN – Electrode-)
Wire Diameter Voltage Amperage
1/16”     70-150
3/32”     140-230
1/8”     225-320
5/32”     175-300


